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Prototype As2BaOTi2

AFLOW prototype label A2BCD2 tP6 123 h a b e-001

ICSD 169074

CCDC 1684829

Pearson symbol tP6

Space group number 123

Space group symbol P4/mmm

AFLOW prototype command aflow --proto=A2BCD2_tP6_123_h_a_b_e-001

--params=a, c/a, z4

Other compounds with this structure
BaBi2Ti2O, BaTi2Sb2O

• BaTi2As2O and CeCr2Si2C are both in space group P4/mmm #123, and use the same Wyckoff positions. They differ in
the c/a ratio. We follow the ICSD and put them into separate prototypes.
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Simple Tetragonal primitive vectors

a1 = a x̂

a2 = a ŷ

a3 = c ẑ

Basis vectors

Lattice
coordinates

Cartesian
coordinates

Wyckoff
position

Atom
type

B1 = 0 = 0 (1a) Ba I

B2 = 1
2 a3 = 1

2c ẑ (1b) O I

B3 = 1
2 a2 +

1
2 a3 = 1

2a ŷ + 1
2c ẑ (2e) Ti I

B4 = 1
2 a1 +

1
2 a3 = 1

2a x̂+ 1
2c ẑ (2e) Ti I

B5 = 1
2 a1 +

1
2 a2 + z4 a3 = 1

2a x̂+ 1
2a ŷ + cz4 ẑ (2h) As I

B6 = 1
2 a1 +

1
2 a2 − z4 a3 = 1

2a x̂+ 1
2a ŷ − cz4 ẑ (2h) As I
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