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Prototype Ag6Fe4K5Te10

AFLOW prototype label A6B4C5D10 tI50 79 bc c ac 2a2c-001

Pearson symbol tI50

Space group number 79

Space group symbol I4

AFLOW prototype command aflow --proto=A6B4C5D10_tI50_79_bc_c_ac_2a2c-001

--params=a, c/a, z1, z2, z3, z4, x5, y5, z5, x6, y6, z6, x7, y7, z7, x8, y8, z8, x9, y9, z9

• Measurements at room temperature find K(Fe0.8Ag1.2)Te2 to be isostructural with BaFe2As2, which has the TlCo2S2
structure, but at 260K (Song, 2019) find that the silver and iron atoms order into this structure.
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• Even though this was published in 2019 there is no other confirmation of this structure that we could find in the
literature, and there is no ICSD or CCDC entry. Nevertheless we present this as an example of a structure in space group
I4 #79, which is underrepresented in the Encyclopedia.

Body-centered Tetragonal primitive vectors
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Basis vectors

Lattice
coordinates

Cartesian
coordinates

Wyckoff
position

Atom
type

B1 = z1 a1 + z1 a2 = cz1 ẑ (2a) K I

B2 = z2 a1 + z2 a2 = cz2 ẑ (2a) Te I

B3 = z3 a1 + z3 a2 = cz3 ẑ (2a) Te II

B4 =
(
z4 +

1
2

)
a1 + z4 a2 +

1
2 a3 = 1

2a ŷ + cz4 ẑ (4b) Ag I

B5 = z4 a1 +
(
z4 +

1
2

)
a2 +

1
2 a3 = 1

2a x̂+ cz4 ẑ (4b) Ag I

B6 = (y5 + z5) a1 + (x5 + z5) a2 +
(x5 + y5) a3

= ax5 x̂+ ay5 ŷ + cz5 ẑ (8c) Ag II

B7 = − (y5 − z5) a1 − (x5 − z5) a2 −
(x5 + y5) a3

= −ax5 x̂− ay5 ŷ + cz5 ẑ (8c) Ag II

B8 = (x5 + z5) a1 − (y5 − z5) a2 +
(x5 − y5) a3

= −ay5 x̂+ ax5 ŷ + cz5 ẑ (8c) Ag II

B9 = − (x5 − z5) a1 + (y5 + z5) a2 −
(x5 − y5) a3

= ay5 x̂− ax5 ŷ + cz5 ẑ (8c) Ag II

B10 = (y6 + z6) a1 + (x6 + z6) a2 +
(x6 + y6) a3

= ax6 x̂+ ay6 ŷ + cz6 ẑ (8c) Fe I

B11 = − (y6 − z6) a1 − (x6 − z6) a2 −
(x6 + y6) a3

= −ax6 x̂− ay6 ŷ + cz6 ẑ (8c) Fe I

B12 = (x6 + z6) a1 − (y6 − z6) a2 +
(x6 − y6) a3

= −ay6 x̂+ ax6 ŷ + cz6 ẑ (8c) Fe I

B13 = − (x6 − z6) a1 + (y6 + z6) a2 −
(x6 − y6) a3

= ay6 x̂− ax6 ŷ + cz6 ẑ (8c) Fe I

B14 = (y7 + z7) a1 + (x7 + z7) a2 +
(x7 + y7) a3

= ax7 x̂+ ay7 ŷ + cz7 ẑ (8c) K II

B15 = − (y7 − z7) a1 − (x7 − z7) a2 −
(x7 + y7) a3

= −ax7 x̂− ay7 ŷ + cz7 ẑ (8c) K II

B16 = (x7 + z7) a1 − (y7 − z7) a2 +
(x7 − y7) a3

= −ay7 x̂+ ax7 ŷ + cz7 ẑ (8c) K II

B17 = − (x7 − z7) a1 + (y7 + z7) a2 −
(x7 − y7) a3

= ay7 x̂− ax7 ŷ + cz7 ẑ (8c) K II
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B18 = (y8 + z8) a1 + (x8 + z8) a2 +
(x8 + y8) a3

= ax8 x̂+ ay8 ŷ + cz8 ẑ (8c) Te III

B19 = − (y8 − z8) a1 − (x8 − z8) a2 −
(x8 + y8) a3

= −ax8 x̂− ay8 ŷ + cz8 ẑ (8c) Te III

B20 = (x8 + z8) a1 − (y8 − z8) a2 +
(x8 − y8) a3

= −ay8 x̂+ ax8 ŷ + cz8 ẑ (8c) Te III

B21 = − (x8 − z8) a1 + (y8 + z8) a2 −
(x8 − y8) a3

= ay8 x̂− ax8 ŷ + cz8 ẑ (8c) Te III

B22 = (y9 + z9) a1 + (x9 + z9) a2 +
(x9 + y9) a3

= ax9 x̂+ ay9 ŷ + cz9 ẑ (8c) Te IV

B23 = − (y9 − z9) a1 − (x9 − z9) a2 −
(x9 + y9) a3

= −ax9 x̂− ay9 ŷ + cz9 ẑ (8c) Te IV

B24 = (x9 + z9) a1 − (y9 − z9) a2 +
(x9 − y9) a3

= −ay9 x̂+ ax9 ŷ + cz9 ẑ (8c) Te IV

B25 = − (x9 − z9) a1 + (y9 + z9) a2 −
(x9 − y9) a3

= ay9 x̂− ax9 ŷ + cz9 ẑ (8c) Te IV
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