KBeyBOsFy Structure:
AB2C2DE3_hR9 155 a c_c_b_d-001

This structure previously used the label(s) AB2C2DE3_hR9_155_b_c_c_a_e. Calls to these addresses will be redirected here.
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Prototype BBeyFo KO3

AFLOW prototype label AB2C2DE3_hR9_155_a_c_c_b_d-001
ICSD 7277

CCDC 1637723

Pearson symbol hR9

Space group number 155
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Space group symbol

AFLOW prototype command

R32

--params=a, c/a, T3, T4, Y5

Rhombohedral primitive vectors

<3
a; %ak—%ay—i—%ci
as %a v+ %c Z
ag —lagx — Bay + lea
Basis vectors
Lattice Cartesian Wyckoff Atom
coordinates coordinates position type
B, 0 0 (1a) B I
B, faj+ia+iag scz (1b) KI
B3 T3 a; + r3as + xr3as cxr3 Z (2¢) Bel
B4 —x3a; — r3as — r3as —cx3 % (2¢) Bel
Bs Taa; + T2 + 2433 cx4Z (2¢) FI
Bg —T4a] — Tqay — T4 a3 —CT4 Z (2¢) FI
By ysaz — ys ag lays %+ Lays § (3d) 01
Bs —ysai +ysas —ays X (3d) 01
Bg Ysai — Y5 as %ayg, X — TSayg) v (3d) (01
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